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Samples Description = Aluminum Powder Customer's Reff. No. - Nil
No. of Samples - 2Nos Our Ref. No. :- NBML/2752/2023
Quantity Of Sample = 80 gm Approx. each Test Method Wet Analysi
: g Hy alysis
?::f g: ':‘;r?;p;lejst zzcewed ':_- ;g g;ggg Sample Condition :- Solid Powder
Aluminum
Powder
Sample Identity
1 |Aluminum Powder 99.96
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NABL ACCREDITED & BIS CERTIFIED LABORATORY
It listed refer only to tested & applicable parameter Endorement of product is neither interred nor implied. 2. The use of report fqr arbm'qton publicity
d‘e':zitl‘r: !Z;al t;i.;pt:tgnig forb!l’:den ::crgg‘te vsvith pei%r written consent of NBML Lab. 3. All disputes are subject to Raipur jurisdiction 7 days corection to this report
Jates this report. 4. Sample will be destroyed after 90-days from the date of test report unless otherwise Specified.
fice Address : Raipur-Bilaspur road,Urkura Chouk, (Venu Petrol Pump),Urkura Nagar, Beside Akashwani Radio Station, Rawabhata Village,
1r-493221. Website :- www.nbmtlab.com, Email ID:- nbmti2017@gmail.com, Contact No:- +91 9285284469,+91 9993493802
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