
TECHNICAL SPECIFICATIONS (15:14616)
Test IS: 14616 Northern

Observed Value
Specific Gravity 0.60·0.75 0.95 ·1.00 gm 1 co
Thickness swelling in 2 hours water soaking 3% less than 1%
Static Bending Strength
a) Modules of Elasticity

0) Along the Grain 7500 11000 n 1 mm sq.
b) Modules of Rapture

(Q Along the Grain 50 9On/mmsq.
Screw holding Power

(Q Edge 2300 n 2700 n
(ii) Face 2700 n 3200 n

Moisture Content 5·15% 9%Max
-

Compressive Strength
a) Parallel to Laminal 35 n 1 mm sq. 45 nl mm sq.
b) 90 degree to Laminal 50 n Imm sq. 85 nl mm sq.
Horizontal Shear
a) Parallel to grain 6 10
b) Perpendicular to grain 8 12
Tensile Strength 55 n Imm sq. 75 nl mm sq.


